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OXIDATION BEHAVIOR OF GRCop-84 (Cu-8Cr-4Nb) AT
INTERMEDIATE AND HIGH TEMPERATURES

Linus U. Thomas-Ogbuji and Donald L. Humphrey

Dynacs Engineering Company, Inc.
Brook Park, Ohio 44142

SUMMARY

The oxidation behavior of GRCop-84 (Cu-8 at%Cr-4 at%Nb) has been investigated in air and in oxygen, for

durations of 0.5 to 50 hr and temperatures ranging from 500 to 900 °C. For comparison, data was also obtained for

the oxidation of Cu and NARloy-Z (Cu-3 wt% Ag-0.5 wt% Zr) under the same conditions. Arrhenius plots of those

data showed that all three materials had similar oxidation rates at high temperatures (___750°C). However, at

intermediate temperatures (500 to 750 °C) GRCop exhibited significantly higher oxidation resistance than Cu and

NARIoy-Z. The oxidation kinetics of GRCop-84 exhibited a sharp and discontinuous jump between the two

regimes. Also, in the high temperature regime GRCop-84 oxidation rate was found to change from a high initial

value to a significantly smaller terminal value at each temperature, with progress of oxidation; the two different oxi-

dation rates were found to correlate with a porous initial oxide and a dense final oxide, respectively.

INTRODUCTION

GRCop-84 is a Cu-Cr-Nb alloy in which a bimodal dispersion of highly stable Cr2Nb particles strengthen a
matrix that is essentially pure Cu. Developed at the NASA Glenn Research Center and Case Western Reserve Uni-

versity (CWRU), this alloy has excellent properties that make it a strong candidate for applications where the reten-

tion of high strength and high conductivity at elevated temperatures are important. Chief among those applications

are rocket nozzles and combustion chamber liner for reusable launch vehicles (RLV), the planned successors to the

current NASA space shuttle. Accounts of the mechanical and thermophysical properties of this alloy may be found

elsewhere (refs. 1 to 4), and it is to be noted that those properties are not significantly degraded by prolonged expo-

sures at high temperatures--for durations that exceed expected lifetimes in service, at temperatures close to the alloy

melting point (refs. 3 and 5).
However, little is known about the oxidative behavior of this alloy. An RLV combustor liner is expected to

operate under conditions ranging from cryogenic temperatures to the vicinity of 800 °C (ref. 6). It is known that

copper alloys are prone to serious degradation by blanching, as well as rapid oxidation, in such environments.

Blanching, an occurrence in engine conditions characterized by oxidizing-to-reducing oscillation in the local ambi-

ent, has been the subject of several investigations (refs. 7 to 9), including studies now underway at NASA-GRC.

However, the oxidation behavior of GRCop-84 is unknown, and remains an issue because rapid oxidation kinetics

are known to be a major impediment to the use of copper-based materials in oxidizing environments at high tem-

peratures (ref. 10). Our ongoing studies of oxidative degradation modes in GRCop-84 are intended to provide

insight into both blanching and oxidation behavior, including oxidation kinetics and their relation to oxide composi-

tions and morphologies. The service environment in an RLV engine will, of course, be far from isothermal or static.

Nevertheless, oxidation experiments in such quasi-static conditions can provide valuable baseline data for modeling,

design, and materials selection. It is pertinent to determine how the oxidation resistance of GRCop-84 compares

with those of two other, related materials: pure copper (which is the matrix and major phase in this alloy) and

NARIoy-Z (Cu-3 wt%Ag-0.5 wt% Zr), which is presently in use as a liner material for the space shuttle main en-

gine. This report presents, for comparison, our results for these three materials.

PROCEDURE

Extruded rods of GRCop-84, as well as wrought bars of NARIoy-Z and oxygen-free, high-conductivity OFHC)

copper, were supplied by D.L. Ellis of CWRU. The samples were cut into coupons, drilled with hang-holes, and

polished to 1000-grit finish. The oxidation experiments were performed in thermogravimetric analysers (TGA) fitted

with Cahn-lO00 microbalances. The coupons of copper, NARIoy-Z, and GRCop-84 were exposed to air or oxygen
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at100standardcubic centimeters per minute (sccm) from 500 to 850 °C. Oxidation temperatures were initially set

100 °C apart; however, but this was reduced first to 50 °C and later to 25 °C intervals for GRCop-84, due to signifi-

cant changes in oxidation behavior observed at the different temperatures. Morphology of the oxide scale was exam-

ined by SEM, distribution of constituent elements by EDS, and phase composition by XRD. In each case the

examination covered the top surface of the oxide scale (oxide/gas interface), the oxide cross-section exposed by

fracture, and the bottom surface of the oxide (oxide/alloy interface); in some cases it included elemental profiles of

the alloy constituents in the metal just under the oxide.

RESULTS

Figure 1(a) is an Arrhenius plot (logarithm of parabolic rate constant, kp, versus the inverse of oxidation tem-
perature) for Cu oxidation in 02; a similar plot from the literature on Cu oxidation (ref. 11) is reproduced in

figure 1(b) for comparison. (Note, however, that fig. 1(b) was obtained from 8-hr oxidation experiments; in the

present study oxidation durations were 50 hr.) Figure l(a) exhibits two kinetic regimes between 500 and 900 °C;

figure l(b) shows the same, as well as a third regime below 450 °C. (The experiments reported here did not cover

temperatures below 500 °C.) Figure 1(a) indicates an activation energy of 1.55 eV (-150 kJ/mol) for the high tem-

perature oxidation of Cu and 0.88 eV (~85 kJ/mol) for intermediate temperatures; figure l(b) indicates activation

energies of 1.75 eV ( 170 kJ/mol) and 0.87 eV for the same respective regimes. (Figure 1(a) has been rendered in the

same scale and units as fig. l(b) for comparability; all other plots are in SI units.) Thus, except for minor disagree-

ments (-50 °C difference in the point of transition from intermediate to high regimes of temperature, and a 10 per-

cent difference in the activation energy for the high-temperature regime), the two plots are in very good agreement.

Figure 2 shows the results obtained for the oxidation of GRCop-84 in oxygen at the various temperatures,

co-plotted with the Cu data already seen in figure 1(a), with the least-squares regression lines for different regimes

of interest indicated. At intermediate temperatures (below ~700 °C) parabolic rate constants for GRCop-84 oxidation

are significantly lower than those of copper (by up to an order of magnitude), whereas in the high-temperature

regime the oxidation rates of the two materials are comparable.
In the regime of transition to high-temperature behavior (i.e., the interval 700 to 750 °C), the "parabolic" kinetic

plot of the data became very wavy. This is shown in figure 3, where it may be seen that the waviness was closely
reproducible with repeat runs. Reproducibility is evident in the near coincidence of the curves in figure 3 and in

similar kp values obtained for repeat runs at various temperatures (fig. 2).
In the high-temperature regime the oxidation of GRCop-84 started at a fast rate but ended at a slower rate. Fig-

ure 4 is a parabolic plot of the data for oxidation at 800 °C; it illustrates the decline of kinetics with progress of oxi-

dation. Detailed statistical analyses of the data confirmed that the difference between the initial- and final-stage

slopes was significant at the 99.9 percent confidence level. The initial stage (of high kp) lasted 2 to 10 hr, while final

stage (of lower kp) occupied the last 30 to 40 hr of oxidation. With increase in oxidation temperature the initial stage
duration became shorter, and the terminal stage longer. This bifurcation of kinetics is demonstrated in figure 2 by

two branches of the Arrhenius slope, labeled #4 (faster, initial stage) and #5 (slower, final stage). The ratio of kp

values for the two stages, (kp)i/(kp) f, averaged -3.0 for 25 runs between 775 and 900 °C: 5 runs each at 800, 825,
and 850 °C and 3 each at 775,875 and 900 °C. In contrast, Cu showed no such bifurcation, exhibiting only one slope

to the Arrhenius plot in each temperature regime. The activation energy for initial-stage oxidation of GRCop-84 at

high temperatures (slope #4) is the same as for Cu oxidation in the same temperature regime (slope #3). However,

the activation energy for terminal-stage oxidation of GRCop-84 at high temperatures (slope #5), appears to be some-

what smaller, and also to coincide with those for Cu and GRCop-84 oxidation at intermediate temperatures (slopes
#1 and 2).

Figure 5 compares the oxidation of GRCop-84 in air and in oxygen. The oxidation rates and trends are essen-

tially the same in air and 02, including the significant jump in kp between the intermediate and high-temperature
regimes. (The bifurcation of rate constants at high temperatures, illustrated in fig. 2, was suppressed in fig. 5, in the

interest of clarity, by averaging the two kp values for each temperature.) It is not surprising that oxidation rates for a
copper alloy would be the same in air andoxygen, even though 02 partial pressures differ by a factor of five in the

two cases. The rate-limiting event in the oxidation of Cu alloys to Cu20/Cu is out-diffusion of Cu ions through the

Cu,O layer to the oxide-gas interface, which is not sensitive to P(O2) under the conditions of this study (ref. 11).
Figure 6(a) compares the oxidation rates of GRCop-84 and NARIoy-Z in air, while figure 6(b) compares the

oxidation behavior of the two materials in oxygen--with Cu included for reference. The TGA data for both
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materials were derived from thick coupons, but those labeled NARloy-Z "wt. change" in the legend of figure 6(a)

are unpublished data supplied by K.T. Chiang of Rocketdyne from oxidation experiments on NARIoy-Z wafers in

air. The data for NARIoy-Z oxidation in air did not show the same, good reproducibility observed for NARIoy-Z in

oxygen and for GRCop-84 in both oxygen and air. Clearly any difference between the two materials with respect to

oxidation in air is indistinguishable from data scatter. In oxygen, however, major differences appear, as may be seen

in figure 6(b): At high temperatures the three materials have essentially the same oxidation rates in oxygen (as they

do in air). But at intermediate temperatures GRCop-84 exhibits markedly lower oxidation rates than either NARIoy-
Z or Cu.

The SEM image in figure 7 shows a cross-section of the oxide scale grown on GRCop-84, in oxygen, at 550 °C.

In all GRCop-84 samples the oxide scales were found to have only two compositional strata: an inner scale of Cu20
and an outer layer of CuO the former being ~20 times thicker than the latter on average. The oxide top surface

exhibited the hallmark CuO whiskers, which were in profusion at lower temperatures but very sparse at high tem-

peratures. However, the most striking feature observed was the existence of two morphological zones in the oxide

scale, as may be seen in figure 7. The inner zone to the right represents early-stage oxide, while the outer zone at the

left is terminal-stage oxide. The outer oxide is dense Cu20 with a skin of CuO, and the inner oxide is spongy (highly

porous) Cu20 with trace amounts of Cr and Nb oxides (see below). EDS elemental maps of the entire oxide scale

are shown below the SEM image in figure 7, while figure 8 shows EDS spectra from zones correspondingly labeled

in the image of figure 7: zone A being the porous inner oxide and zone D the dense outer oxide. The map and spec-

tra agree on all features: O and Cu are uniformly distributed across the oxide scale, while Cr and Nb are present in

the inner oxide but absent from the outer oxide. The progressive depletion of Cr and Nb with maturity and increas-

ing density of the oxide is clear in figure 8.

Only the two oxides of copper formed continuous layers at any temperature studied; other oxides were detected

by XRD but were not observed as continuous layers. Table I gives a summary of the various oxides identified,

or strongly indicated (with insufficient peak intensities for positive identification), in the oxide scales. The minor

oxides were located at the oxide/metal interface and in minute quantities. Not only were their respective peaks weak,

but they could not be detected by XRD scans from the tops of even the thinnest oxide films; they were detected only

by h.'fting the oxide and scanning its underside. CrO 2 was usually present, but in even smaller quantities than binary
oxides of Cu, Cr, and Nb, and combinations thereof. Table II lists XRD results for a set of samples oxidized for 0.5

to 5.0 hrs at 800 °C (to ascerta/n the sequence of formation of the oxides). It is evident that all the oxides detected in

the mature scales (table I) were also present in the nascent oxide films (table II). In other words, a wide range of

oxides was present from the stall, and that situation did not change with duration or temperature of oxidation.

DISCUSSION

The good agreement in figure 1 between the present results and the literature values for Cu oxidation makes it

possible to distinguish, in figure 2, between features that are attributable to Cu oxidation and those that are not.

Clearly, the continuous and discontinuous changes in oxidation resistance of GRCop-84 are real. There is a major

difference between the oxidation rates of GRCop-84 at intermediate and high temperatures, the cause of which is as

yet unknown. The other significant difference is between the initial and terminal rates of GRCop-84 oxidation at

high temperatures. While it is smaller, it is nonetheless real (as confirmed by rigorous statistical analyses). It coin-

cides with, and probably arises from, the different oxide morphologies in those two stages. Different morphologies

may also explain the apparently different activation energies for oxide growth in those two stages (as evidenced in

slopes #4 and #5 in fig. 2). While the difference in activation energy is slight, it hints at some subtle shift in mecha-

nism or rate-limiting step. It may reflect the effects of oxide densification and coarsening with prolonged dwell at

high temperatures. Such ripening of the oxide is known to affect diffusion kinetics, for instance by reducing contri-

butions from surface and grain boundary diffusion in the oxide (ref. 11 ).

The wavy kinetic curves in the transition temperature range (fig. 3) may be an indication of competing mecha-

nisms, since parabolic, cubic, and logarithmic kinetics have all been reported for Cu20/CuO formers in that tem-

perature range (ref. 12). On the other hand, it may suggest an oscillation between fast and slow oxidation rates

driven by changes in oxide morphology, since the two morphologies were observed in varying proportions at all the

temperatures studied. The two effects are not mutually exclusive; both may be present. Figure 7 shows a clear

correlation between initial and terminal oxidation kinetics on one hand, and the dissimilar oxide morphologies in

those two oxidation stages on the other hand. The dense, outer scale corresponds to the slower terminal-stage
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oxidationandtheporousinneroxideto the fast, early-stage oxidation. The early oxidation proceeds 3 times faster
than the terminal stage because the highly porous initial oxide constitutes a less efficient diffusion barrier to the rate-
limiting species.

One of the most interesting results observed in this study is the sharp drop of GRCop-84 oxidation rates in oxy-
gen below -750 °C. It is a significant departure from the behavior of Cu and NARloy-Z. Another way to state that

observation is that, in going from high to intermediate temperatures, the rates of GRCop-84 oxidation exhibit a dis-

continuous and substantial drop in air and oxygen, the rates for NARIoy-Z exhibit some drop in air but not in oxy-

gen, while the rates for Cu oxidation exhibit no discontinuous drop at all. That merely underscores the point that
NARIoy-Z oxidation behavior is intermediate between those of GRCop-84 and Cu.

The reason for the drop in GRCop-84 oxidation rates is unclear but a few possibilities deserve mention. One

relates to the high spatial density of Cr2Nb precipitates in this alloy. The total precipitate volume fraction in

GRCop-84 is 14 percent, but it is very finely dispersed in the Cu matrix, down to nanometer scale, the finer particles

being those that form by solid-state precipitation upon cooling of the atomized melt (ref. 5). Such a dispersion of
particles can hinder the migration of copper ions across the oxide-substrate interface and thus slow down oxidation

kinetics, in a way first postulated by Evans (ref. 13). At high temperatures that effect would be diminished by accel-
erated diffusion, in agreement with the results presented here. Another explanation concerns the redistribution of Cr,

Nb, and Cr2Nb behind the oxidation front. Elemental analysis by EDS showed a high depletion of these species in

the outer oxide scale (figs. 7 and 8), indicating that they are redistributed during oxidation. The poor solubility of Cr

and Nb in Cu (ref. 5) and its oxides would make such redistribution sluggish, perhaps sluggish enough to replace Cu

diffusion as the rate-limiting step. Whatever the cause of it, the enhanced oxidation resistance of GRCop-84 (over

Cu and NARIoy-Z) at intermediate temperatures will be a significant advantage in RLV applications.

SUMMARY AND CONCLUSION

GRCop-84 and NARIoy-Z behave similarly in air oxidation; however, in O_ GRCop-84 oxidizes more slowly

than NARloy-Z at temperatures below -750 °C. Therefore, in that regard, GRCop-84 has a substantial advantage

over NARIoy-Z. However, that advantage is lost at higher temperatures. Hence, a protective coating will be required
if GRCop-84 is to be used for RLV combustion chamber liners.

FUTURE WORK

A broad spectrum of studies in GRCop-84 blanching is already underway, involving oxidation-reduction

cycling, fire tests in O2-H 2 cells, and TGA exposures. Further TGA studies will seek to determine why GRCop-84

oxidation rates drop significantly below -750 °C, how that advantage may be extended to higher temperatures, and
whether it is affected by substrate microstructure (e.g. Cr2Nb precipitate fraction and distribution).
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TABLE I.---OXIDES FOUND (BY XRD) ON Cu8Cr4Nb AFTER 50 HRS TGA IN O,

Temperature, Whole

°C sample Scale. from top
600 CuO

Cu20
Cu

650 CuO

Cu20

a750 CuO

Cu,O

800 CuO

Cu:O

850 CuO

Cu:O (minor)

875 CuO

Cu:O

900 CuO

Cu_,O

aWafer, completely converted to oxide.

bSpinel structure (ao = 8.05) indicated.

Oxide scale removed from sample

Scale. from bottom Substrate, from top

Cu20

CuNb:Oo (probable)
CuCrO 2 (possible)

CrO; (possible)

CrNbO4

CuCrOa

CuNb:Oo

CrNbO_
CuCrO4

CuNb:O6

CrNbO_
bUnidentified oxide

Cu:O (probable)

CuCrO, (probable)

(Oxide could not be

removed neatly for XRD)

(Oxide could not be

removed neatly for XRD)

CrNbO4

CuCrO_,

CuNb,O_
Cr:O3 (possible)
Cu

CrNbO_

CuCrO:

Cr_,O3 tprobable)
Cu

CrNbO4
bUnidentified oxide

Cr203 (probable)
Cn

CrNbO4

Cr.,O3 (probable)
Cu

TABLE II.--OXIDES FOUND (BY XRD) ON Cu8Cr4Nb AFTER 0.05
to 5.0 HRS TGA IN O_ at 800 °C

Duration,

hr

0.5

Top of oxide

CuO

Cu:O

1.0 CuO

Cu:O

2.0 Cu.,O

3.0

5.0

CuO

Cu,O

Cu (vet 7 minor)
CuO

Cu20

Bottom ofoxide

CuO

Cu20

CuO

CuCrO2 (probable)
CuNb20_ (probable)

CrNbO4 (probable)

CuO

CuNb20_ (probable)

CuCrO] (possible)

Substrate, from top

CuO

Cu20

CuNb20_

CuCrO: (probable)
CrNbO4 (probable)
Cu

CuCrO: (probable)
CuNb:Oo (probable)

CrNbO4 (probable)
Cu

CuNb206
CuCrO 2 (probable)

CrNbO 4 (probable)

[Oxide film did not spall off the substrate]

Cu20 CuNb:Oo
2uNb206 CuCrO2

CuCrO: CrNbO4
Cu
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Figure 1.---Oxidation kinetics of pure copper in the low (D, intermediate ([I), and high ([]I) temper-
ature regimes: (a) this study, (b) from ref. I1.
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Figure 2.--Oxidation kinetics of GRCop-84 and copper at intermediate and high temperatures.
The labeled lines are least-squares regression of data for the corresponding regimes.
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Figure 3.--Unsteady oxidation kinetics of GRCop-84 confirmed by repeat experiments at
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Figure 4.--Parabolic plot of GRCop-84 oxidation in oxygen at 800 °C. The initial- and terminal-
stage regions of parabolic behavior are labeled I and [[, respectively. The ratio of parabolic

rate constants in the two regions, kp(I)/kp(]I), averaged 3.0 for all temperatures studied.
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Figure 5.--Comparison of GRCop-84 oxidation behavior in air (squares) and in oxygen (circles)
at intermediate and high temperatures. Parabolic rate constants are lower than those at high
temperatures by more than two orders of magnitude.
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Figure 6.--Comparison of GRCop-84 and NARIoy-Z oxidation behavior at intermediate and high
temperatures: (a) in air, (b) in oxygen.
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Figure 7.---SEM image (a) and EDS elemental map (b) of oxide grown on GRCop-84 after 50 hrs at 550 °C:
Clearly, oxygen is associated with copper, and niobium with chromium.
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Label A: EM-207 550 °C 50 hrs in 02/image 12a/area A

|/

Nb cu
Nbl Nb j_LCr _ Cu (a)

2.00 4.00 6.00 8.00 10.00 12.00 14.00

Label A: EM-207 550 °C 50 hrs in 02/image 12a/area B
Cu
Cu

Nb Cr Cu

,..Nb_,N b ......... _ C_r ,.. A Cu (b)

Label A:
Cu
Cu

O

jj
c L

2.00 4.00 6.00 8.00 10.00 12.00 14.00

EM-207 550 °C 50 hrs in 02/image 12a/area C

Nb Nb Cu

__ Nb....... Cr Cr • Cu (c)

2.00 4.00 6,00 8,00 10,00 12.00 14,00

Label A: EM-207 550 °C 50 hrs in 02/image 12a/area D
Cu

Cu

O

ch Nb Nb Cu

=Nb .......... Cr Cr.......... __._IL_.C_=u...................................................................................(d)

2.00 4.00 6.00 8.00 10.00 12.00 14.00

Figure 8,_EDS spectra obtained from the respective areas A-D Jn Fig, 7 (a), confirming the
elemental distribution shown in Fig. 7 (b).
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Figure 6.--Comparison of GRCop-84 and NARIoy-Z oxidation behavior at intermediate and high
temperatures: (a) in air, (b) in oxygen.








